
Omega 609 TYPICAL DATA: 

TEST 
ASTM 

TEST METHOD 

TEST RESULT 

SAE10 

ISO Viscosity Grade D-2422 32 

Appearance Visual Water White 

Density, Kg/L @ 15C D-1298 0.869 

Viscosity, cSt @ 40C D-445 32 

Viscosity, cSt @100C D-445 5.8 

Viscosity Index D-2270 116 

Flash Point, COC, C(F) D-92 198 (388) 

Pour Point, C(F) D-97 -15 (5)

Total Acid Number, mg KOH/g D-974 0.8 

Forming Characteristics - 

All Sequences, After Settling D-892 Nil 

FZG Gear Test, Failure Stage Load DIN 51354 11 

Rust-Preventing Characteristics, D-665 (B) Pass 

Copper Strip Corrosion, 3 hours @ 100C D-130 1b 

Oxidation Characteristics, Hours to TAN 2.0 D-943 >1200

Zinc, % Mass - Nil 

Ash, % Mass - Nil 
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